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The Diffusion of C and P in Steel., by H. Cornelius.
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pp 1-6.
*NBS TT T71-55281
Available NBS Only

APPROVED FOR RELEASE: Tuesday, June 04, 2002 CIA-RDP84-00581R000401140057-6



APPROVED FOR RELEASE: Tuesday, June 04, 2002 CIA-RDP84-00581R000401140057-6

2155

S . e 018TR
Bardenheuer, Puter and Fischer, Wilhelm Anton.
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STRENGTH OF STEEL. Rept. no. 599 of the
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cffects
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A STUDY OF THE PROCESSES INVOLVED IN THE
MALLEABLISING OF UNALLOYED AND ALLOYED
CAST IRON IN CARBON-MONOXIDE/CARBON-
DIOXIDE MIXTURES. Rept. no. 618 of the Materials
Committec of the Verein Deutscher Eisenhiittenlcute;
abridged version of Doctor’s thesis Technische
Hochschule, Berlin. Dec 43, 32p. () fig. omitted)

18 refs.
Order from SLA $3.60 61-18457

Trans. of Archiv fur das Eisenhiittenwesen (Germany) |

1943, v. 16, r, p. - .
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Rept. no. 619 of the Materials Committec of the Verein
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Doctor's thesis, Technische Hochschule, Berlin.
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